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TEST REPORT

Applicant : Shenzhen Wanchenghui Electronics Co., Ltd.

Address . 201, 401, Building B, No. 7 Nantong Avenue, Tongle Community,
" Baolong Street, Longgang District, Shenzhen

Manufacturer’s

name

Address . 201, 401, Building B, No. 7 Nantong Avenue, Tongle Community,
" Baolong Street, Longgang District, Shenzhen

Report on the submitted samples said to be:

: Shenzhen Wanchenghui Electronics Co., Ltd.

Sample Name . Portable halter fan

Trade Mark : N/A

Tested model : T3

Series models : T4,T5,T6, T7

Receipt Date : 2024-04-22

Testing Period  : 2024-04-22 to 2024-04-25

Date of issue 1 2024-04-25

Results . Please refer to next page(s).

TEST REQUEST CONCLUSION

According to the customer's request, based on the performed tests on
submitted sample, the result of Lead, Cadmium, Mercury, Hexavalent
Chromium, PBBs, PBDEs, Dibuyl Phthalate(DBP), Benzylbutyl
Phthalate(BBP), Bis(2-ethylhexyl) Phthalate(DEHP), Diispbutyl
phthalate(DIBP) content comply with the limit as set of RoHS Directive (EU)
2015/863 amending Annex Il to Directive 2011/65/EU.

Pass

Shenzhen LH Testing Technology Co., Ltd.
106 and 107, building B15, Yintian Industrial Zone, Yantian community, Xixiang street, Bao'an District,
Shenzhen
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Results:

A. EU RoHS Directive 2011/65/EU and its amendment directives on XRF
Test method: With reference to IEC 62321-3-1:2013, Screening by X-ray Fluorescence Spectroscopy (XRF)

Results
SNe(;q.. Tested Part(s) v BrY
cd Pb Ho cr PBBs PBDEs
1 Shell BL BL BL BL BL BL
2 Switch button BL BL BL BL BL BL
3 Silicone plug BL BL BL BL BL BL
4 Air outlet plastic parts BL BL BL BL BL BL
5 Connecting rod BL BL BL BL BL BL
6 PCB board BL BL BL BL BL BL
7 Electronic wire BL BL BL BL BL BL
8 Battery BL BL BL BL BL BL
Note:

(1) Results were obtained by XRF for primary screening, and further chemical testing by ICP (for Cd, Pb,
Hg), UV-Vis (for Cr(VI)) and GC-MS (for PBBs, PBDEs) are recommended to be performed, if the
concentration exceeds the below warning value according to IEC 62321-3-1:2013.

Shenzhen LH Testing Technology Co., Ltd.
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Element Unit Non-metal Metal Composite Material
cd ma/k BL<70-30<X BL<70-30<X BL<50-30<X
9/kg <130+30<0L <130+30<0L <150+30<0OL
Pb malk BL<700-30<X BL<700-30<X BL<500-30<X
9/kg <1300+30<0L <1300+30<0L <1500+30<0OL
H malk BL<700-30<X BL<700-30<X BL<500-30<X
9 g/kg <1300+30<0L <1300+30<OL <1500+30<0OL
Cr mg/kg BL<700-30<X BL<700-30<X BL=<500-30<X
Br mg/kg BL=<300-30<X -- BL<250-30<X
Note:
BL = Below Limit
OL = Over Limit
X = Inconclusive
(2) The XRF screening test for RoHS elements — The reading may be different to the actual content in the

sample be of non-uniformity composition.

(3) The maximum permissible limit is quoted from the document 2015/863/EC amending RoHS directive
2011/65/EU:

(4) V¥ =For restricted substances PBBs and PBDEs, the results show the total Br content; The restricted
substance was Cr(VI), and the results showed the total Cr content

Shenzhen LH Testing Technology Co., Ltd.
106 and 107, building B15, Yintian Industrial Zone, Yantian community, Xixiang street, Bao'an District,
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RoHS Restricted Substances

Maximum Concentration Value (mg/kg)
(by weight in homogenous materials)

Cadmium (Cd) 100
Lead (Pb) 1000
Mercury (Hg) 1000
Hexavalent Chromium (Cr(VI)) 1000
Polybrominated biphenyls (PBBs) 1000
Polybrominated diphenylethers (PBDEs) 1000
Dibuyl Phthalate(DBP) 1000
Benzylbutyl Phthalate(BBP) 1000
Bis(2-ethylhexyl) Phthalate(DEHP) 1000
Diispbutyl phthalate(DIBP) 1000

Disclaimers:

This XRF Screening report is for reference purposes only. The applicant shall make its/his/her own judgment
as to whether the information provided in this XRF screening report is sufficient for its/his/her purposes.

The result shown in this XRF screening report will differ based on various factors, including but not limited to,
the sample size, thickness, area, surface flatness, equipment parameters and matrix effect (e.g. plastic, rubber,
metal, glass, ceramic etc.). Further wet chemical pre-treatment with relevant chemical equipment analysis are

required to obtain quantitative data.

Shenzhen LH Testing Technology Co., Ltd.
106 and 107, building B15, Yintian Industrial Zone, Yantian community, Xixiang street, Bao'an District,
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B. EU RoHS Directive 2011/65/EU and its amendment Directives 2015/863/EU on Lead, Cadmium,
Mercury, Hexavalent Chromium, PBBs, PBDEs, DBP, BBP, DEHP. DIBP content.

Test method:

Lead(Pb) & Cadmium(Cd) Content:

With reference to IEC 62321-5:2013, by acid digestion and analysis was performed by inductively coupled
plasma atomic emission spectrometer (ICP-OES)

Mercury(Hg) Content:
With reference to IEC 62321-4:2013+AMD1:2017 CSV, by acid digestion and analysis was performed by
inductively coupled plasma atomic emission spectrometer (ICP-OES)

Hexavalent Chromium(Cr8*) Content:
With reference to IEC 62321-7-1:2015 or IEC 62321-7-2:2017, by alkaline digestion and analysis was performed
by UV-visible spectrophotometer (UV-Vis)

PBBs & PBDEs Content:
With reference to IEC 62321-6:2015, by solvent extraction and analysis was performed by gas
chromatographic-mass spectrometer (GC-MS)

BBP DBP DEHP & DIBP Content:

With reference to IEC 62321-8:2017, by solvent extraction and analysis was performed by gas
chromatographic-mass spectrometer (GC-MS)

Note:

#1 According to RoHS directive 2011/65/EU and its amendments, Lead is exempted in glass of cathode
ray tubes, electronic components and fluorescent tubes.

#2  According to RoHS directive 2011/65/EU and its amendments, Lead is exempted in electronic ceramic
parts (e.g. piezoelectronic devices).

#3  According to RoHS directive 2011/65/EU and its amendments, Lead is exempted as an alloying element
in Copper containing up to 4% (40000ppm) by weight.

#4  According to RoHS directive 2011/65/EU and its amendments, Lead is exempted in high melting
temperature type solders (i.e. lead-based alloys containing 85 % by weight or more lead).

#5  According to the statement provided by the customer, according to RoHS directive 2011/65/EU and its
amendments, Lead is exempted as an alloying element in Aluminum containing up to 0.4% (4000ppm)
by weight.

#6  According to the statement provided by the customer, according to RoHS directive 2011/65/EU and its
amendments, Cadmium and its compounds in electrical contact is exempted.

#7  According to the statement provided by the customer, according to RoHS directive 2011/65/EU and its
Amendments, Lead is exempted in steel for machining purposes and in galvanised steel containing up to
0.35% (3500ppm)
by weight.

Shenzhen LH Testing Technology Co., Ltd.
106 and 107, building B15, Yintian Industrial Zone, Yantian community, Xixiang street, Bao'an District,
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1) The test results of DBP. BBP. DEHP & DIBP

Results
Item Unit MDL Limit
1 2 3 4 5
Dibuyl Phthalate(DBP) mg/kg 50 N.D. | N.D. | N.D. | N.D. | N.D. 1000
Benzylbutyl Phthalate(BBP) mg/kg 50 N.D. | N.D. | N.D. | N.D. | N.D. 1000
Bis(2-ethylhexyl) Phthalate(DEHP) mg/kg 50 N.D. | N.D. | N.D. | N.D. | N.D. 1000
Diispbutyl phthalate(DIBP) mg/kg 50 N.D. | N.D. | N.D. | N.D. | N.D. 1000

Shenzhen LH Testing Technology Co., Ltd.
106 and 107, building B15, Yintian Industrial Zone, Yantian community, Xixiang street, Bao'an District,
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Appendix
1. Test Flow chart for Cd/Pb /Hg content
. Acid digestion by suitable :
Cuting/ | _ |Weldhsampleandpul | o0iq gepended on different || oo carbe
preparation into a microwave > sample material > in microwave
digestion vessel digestion oven
(as below table)
Analyzed by inductively . .
. ; The digested solution
DATA «— | coupled plasma atomic Made up with ] _
emission spectrometer « deionized water V;afoﬁzangf[ﬁg%i;TO
(ICP-AES)

2. Test Flowchart for Cré* content (For non-metal material)

. . . . Adjust the pH of

Cutting/ Weigh slample and Add_dlgestlon solution and extracted solution to
4 —> put into a » heat in constant temperature —»

preparation ical flask shaking water baths 7.5 £ 0.5 and transfer
conica 9 into a volumetric flask
Analvzed by UV-vi Adjust the pH to 2.0 + o M?dz up ‘tNith "

nalyzed by UV-vis 0.5 and make up with eionized water; a

DATA Nl (540nm) « deionized waF’:er “7| Diphenylcarbazide
solution

Test Flowchart for Cré* content (For metal material)

Extracted with

Take a portion of the
sample

boiling water

Analyzed by UV-Vis

Filter and remove
the sample

A4

Add test solution <

Adjust the pH value
of the solution

Tel: +0755-23217660
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3. Test Flow chart for PBBs & PBDEs & DBP & BBP & DEHP & DIBP content

. . Add organic solvent and
Cuttlng/ Welgh sample and extracted by Soxhlet method . Concentrated/ .
preparation |—| place in a thimble » Jultrasonic method »{ dilute extracted solution
Make up with organic Cool, cleanup solution
Data « Analyzed by GC-MS «— solvent <« Concentsrgltft(iioixtracted
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The photo of the sample

Photo 1 Appearance of EUT

s o :|znrlnsumi%mm’r.mpnquumumﬁ\\mm\\u\qm\uam\u\\\\\\\\\\\\\\\\\\\\
J123455789lnnnunwyee

abirio X,

Photo 2 Appearance of EUT
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Photo 3 inside of EUT
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Photo 4 Appearance of PCB
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Photo 5 Appearance of PCB
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Photo 6 Appearance of Battery
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END OF REPORT
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